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International Standard

INTERNATIONAL ELECTROTECHNICAL COMMISSION

ENVIRONMENTAL TESTING -

Part 2-38: Tests —
Test Z/AD: Composite temperature/humidity cyclic test

FOREWORD

The International Electrotechnical Commission (IEC) is a worldwide organization for s i at|on comprising
all national electrotechnical committees (IEC National Committees). The obje
international co-operation on all questions concerning standardization in the electfi

this end and in addition to other activities, IEC publishes International Standarg i ecifications,
Technical Reports, Publicly Available Specifications (PAS) and Guides e d “IEC
Publication(s)”). Their preparation is entrusted to technical committees; a ittee interested
in the subject dealt with may participate in this preparatory work. i 3
governmental organizations liaising with the IEC also participate in fkj . |E aborates closely
with the International Organization for Standardization (ISO) in &ccorda W

agreement between the two organizations.

The formal decisions or agreements of IEC on technical mattg S possible, an international

consensus of opinion on the relevant subjects since eac
interested IEC National Committees.

No liability shall attadc s dires mployees, servants or agents including individual experts and
members of its technd S E ational Committees for any personal injury, property damage or

AttentionN 0 ty gsibility that some of the elements of this IEC Publication may be the subject of
~JEC'shaN not\e held responsible for identifying any or all such patent rights.

IEC 60068-2-38 has been prepared by IEC technical committee 104:

Environmental conditions, classification and methods of test.

This second edition cancels and replaces the first edition, published in 1974, and constitutes
a technical revision.

The major changes with regard to the previous edition concern the updating of the figures,
changes to some of the wording and editorial corrections made for clarification.

The text of this standard is based on the following documents:

FDIS Report on voting
104/482/FDIS 104/487/RVD

Full information on the voting for the approval of this standard can be found in the report on
voting indicated in the above table.
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This publication has been drafted in accordance with the ISO/IEC Directives, Part 2.
It has the status of a basic safety publication in accordance with IEC Guide 104.

A list of all the parts in the IEC 60068 series, under the general title Environmental testing,
can be found on the IEC website.

The committee has decided that the contents of this publication will remain unchanged until
the maintenance result date indicated on the IEC web site under "http://webstore.iec.ch" in the
data related to the specific publication. At this date, the publication will be

* reconfirmed,

+ withdrawn,

* replaced by a revised edition, or
*+ amended.

@%
S
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ENVIRONMENTAL TESTING -

Part 2-38: Tests —
Test Z/AD: Composite temperature/humidity cyclic test

1 Scope

IEC 60068-2-38 provides a composite test procedure, primarily intended for component type
specimens, to determine, in an accelerated manner, the resistance of specimens to the
deteriorative effects of high temperature/humidity and cold conditions.

2 Normative references

The following referenced documents are indispensable for th&§ apphcati $ document.
For dated references, only the edition cited applies. For un & elatest edition

IEC 60068-2-30, Environmental testing = : Damp heat, cyclic (12 h
+ 12 h cycle)

IEC 60068-2-78, Environmental testing — Part 2 ests — Test Cab: Damp heat, steady
state

IEC Guide 104, The preg ) wblicatiohs and the use of basic safety publications

and group safety publi

9,
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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

ESSAIS D’ENVIRONNEMENT -

Partie 2-38: Essais —
Essai Z/AD: Essai cyclique composite de température et d’humidité

AVANT PROPOS

La Commission Electrotechnique Internationale (CEl) est une organisation mondiale de normalisation
composée de I'ensemble des comités électrotechniques nationaux (Comités nationayx dexla CEl). La CEl a
pour objet de favorlser la cooperat|on |nternat|ona|e pour toutes les questlons de norma' at|on dans les

internationales, des Spécifications techmques des Rapports techniques, de ngcification ssibles au
public (PAS) et des Guides (ci-aprés dénommeés "Publication(s) de la CEI"). L& 9 5¢ con iée a des
comités d’études, aux travaux desquels tout Comité national intéressé pa3 { iper. Les
organisations internationales, gouvernementales et non gouvernementalg , participent
également aux travaux. La CEIl collabore étroitement avec I’'Organisation isation (1S0O),

Les Publications de la CEI se presentent sous la formeg—de reco datiepns int&rnationales et sont agréées
a S nna gs sont entrepris afin que la CEI

La CEl n’a prévu aucune
responsabmte pour les équi

Aucune respon a ses admlmstrateurs auxmalres ou

mandataires, y

employes

it que certains des éléments de la présente Publication de la CEIl peuvent faire
i€té intellectuelle ou de droits analogues. La CEIl ne saurait étre tenue pour

responsable de.ne pas\avoir identifié de tels droits de propriété et de ne pas avoir signalé leur existence.

La Norme internationale CEIl 60068-2-38 a été établie par le comité d’études 104 de la CEIl:
Conditions, classification et essais d’environnement.

Cette seconde édition annule et remplace la premiéere édition, publiée en 1974, et constitue
une révision technique.

Les principales modifications par rapport a I'édition précédente concernent les mises a jour
des figures, modifications terminologiques et éditoriales faites pour clarification.

Le texte de cette norme est issu des documents suivants:

FDIS Rapport de vote
104/482/FDIS 104/487/RVD

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote ayant
abouti a I'approbation de cette norme.
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Cette publication a été rédigée selon les Directives ISO/CEI, Partie 2.
Elle a le statut de publication fondamentale de sécurité, conformément au Guide CEI 104.

Une liste de toutes les parties de la série CEIl 60068, présentées sous le titre général Essais
d’environnement, peut étre consultée sur le site web de la CEI.

Le comité a décidé que le contenu de cette publication ne sera pas modifié avant la date de
maintenance indiquée sur le site web de la CEl sous "http://webstore.iec.ch" dans les
données relatives a la publication recherchée. A cette date, la publication sera

* reconduite,
* supprimée,
* remplacée par une édition révisée, ou

@%
N
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ESSAIS D’ENVIRONNEMENT -

Partie 2-38: Essais —
Essai Z/AD: Essai cyclique composite de température et d’humidité

1 Domaine d’application

La CEI 60068-2-38 fournit une procédure d’essai composite, principalement destinée aux
spécimens de type composants, pour déterminer d’'une maniére accélérg ésistance des
spécimens aux effets destructifs dus a des séjours dans des condj Ruidité et de
température élevées, alternées avec des conditions de froid.

2 Reéférences normatives

Les documents de référence suivants sont indispensabte s ation du présent
document. Pour les références datées, seule I'éditi itée s'e g. Pdur les références
non datées, la derniére édition du document de réfé i sompris les éventuels
amendements).

CEI 60068-1, Essais d’environnemen

CEI 60068-2-78, Essai
essai continu

Guide CEI 104,
fondamentales de sé
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